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Introduction 

Electrochemical Energy Storage 

Application Sustainability Performance 

Rechargeable Batteries 

41000 Wh 
~ x 10 

~ x 600 

129 MWh 

~ x 18 000 000 

Larcher, D.; Tarascon, J. Nat. Chem. 2014, 7, 19ς29. 



Beyond Li-ion Batteries 

Towards more abundant elements 

Towards multivalent metal batteries 

LiMn2O4 
  (LMO) 

 LiMO2 

(NMC, NCA..) 

LiFePO4 

 (LFP) 

Li+  
Mn+  



Proof-of-concept Mg battery 

 
 
 
 
 
 
 

Mg is the 8th most abundant element  
on the 9ŀǊǘƘΩǎ crust (Li is the 33rd) 

Possible use of metallic anode 

Mg Batteries 

Volumetric Capacity, mAh/ml 
Specific Capacity, mAh/g 

Mg /0.25M Mg(AlCl2BuEt)2,THF/ Mo6T8 (T: S, Se) 
 

BUT 

Charge/ radius  Mg2+ >> Li+  

Slower Diffusion Kinetics 

D. Aurbach, Z. Lu, A. Schechter, Y. Gofer, H. Gizbar, R. Turgeman, Y. Cohen, M. Moshkovich, E. Levi, Nature, 407, 724 (2000). 



The Odyssey of Multivalent Cathodes 

The quest for Mg Battery Cathodes 

Design and Synthesis of Optimal Phases 

Crystal 
Chemistry 

Theoretical  

Simulations 
DFT 

Materials 
Database 

A. Jain, S.P. Ong, G. Hautier, W. Chen, W.D. Richards, S. Dacek, S. Cholia, D. 
Gunter, D. Skinner, G. Ceder, K.A. Persson, APL Materials, 2013, 1(1), 011002. 

Li-ion battery 
expertise is not 

directly transferable  
to Mg systems 

P. Canepa et al., Chem. Rev., 2017, 117, 4287ς4341. 



Study of novel and traditional layered materials 

MgMoN2 TiS2 

Å Open Layered Structure 
Enhance the Mg2+ mobility 

 
Å Soft Anionic Host Framework   
Mitigate the high Mg2+ polarizing effect 

 

Theoretical Specific Capacity =  479 mAh g-1 

M. S. Whitthingham, C. Siu, J. Ding Acc. Chem. Res.(2018), 51 (2), 258. 

R. Verrelli, M.E. Arroyo-de-Dompablo, D. Tchitchekova, A.P. Black, C. 
Frontera, A. Fuertes, M.R. Palacin, PCCP (2017), 19 (38), 26435. 
 

D. Tchitchekova, A. Ponrouch, R. Verrelli, T. Broux, C. Frontera, A. 
Sorrentino, F. Barde, N. Biskup, M.E. Arroyo-de Dompablo, M.R. 

Palacín, Chem. of Mat. (2018),30, 847.  
  



Study of battery electrode materials 

Ex-situ and In-situ 
Experiments 

Imaging and mapping 

Surface sensitive and bulk 
techniques 


